
Certificate NrCustomerCustomer Ref.Order NrMaterial Desc.DimensionsPart Nr

CERTIFIED MATERIAL TEST REPORT:::::::

:

Sheets2000 MM X 1000 MM X 1 MM

431747METALCENTER GROUP OY120617843793913/1
1123160

FB / 2106
Item : 0084188
Alloy : CuZn37 CW508L

DdT

Marking Nr Weight Cast Sample Marking Nr Weight Cast SampleFI166864 498 3E0560/BK FI166866 498 3E0560/BK 2349300523493005
EN 1652 CW508L

Composition(%)MinMax
Cu62.000064.0000

Zn Pb 0.00000.1000
Ni 0.00000.3000

Fe 0.00000.1000
Al 0.00000.0500

Sn 0.00000.1000
Cd 0.00000.0010

Other Imp.0.00000.10003E0560/BK 63.7977 p.d. 0.0047 0.0061 0.0347 0.0012 0.0056 < 0.001 0.0044
EN 1652 R350

Test
MinMax

TensileStrengthRm mm50
Elongation

N/mm ² 350440 19%
23493005 Start 368 41368 41End

EN 1652Test Thickness
mmMinMax 0.9301.070

0.97423493005 Start 0.974End

Company with the quality management system certified by IGQ according to ISO 9001:2015This supply is in compliance to the requirements reported in your Order/Technical Specification.
Document complying to EN 10204 3.1. Standard, issued under computerized control.Signature not required. The QR&D Dr.ssa E. Martellucci

Fornaci di Barga 29/03/2023


