SSAB

PROV (81205)

Vi intygar hdrmed att materialet &r tillverkat och
provat i bverensstdmmelse med var ovan

angivna order.

We hereby certify that the material has been
made and tested in accordance with our the

above mentioned order

BORLANGE 12-09-04

LARS BERGLUND

SSAB

Tillverkarens
mérke/

Mark of the
Manufacturer

Chargeférteckning/Mill sheet och/and Provningsintyg/Test certificate Sidal
Intygstyp/Type of certificate Page
EN 10204-3.1 Kontrollintyg 1
Stalsort/Steel grade Faktura.nr/Invoice No. Var/Our order
HARDOX 400 2446056 743992
Koéparens/Buyer's order (Date)
Standard enligt bestallning/Standard according to the order 120823 310 / 8194168
81205
BE GROUP OY AB
Produkt/Product HELSINGINTIE 5 O
Varmvalsad bandplat i format POSTBOX 54
FI-15101 LAHTIS
FINLAND
Pos/ Charge/Cast P P Provnr/Test No. Dimension Kg/Kilos St/Pieces *LEV
ltem TILLST
1/60-5727|LD|S |364501 01 6000 X 1500 3.00 2350 11 |2
1/60-5727|LD|S |364501 11 6000 X 1500 3.00 1280 6 |2
2160-5672 |LD|S |360744 08 6000 X 1600 5.00 2708 72
2160-5672 |LD |S |360744 09 6000 X 1600 5.00 1578 4 12
Charge/ *Ec C Si Mn P S N Cr Ni Cu Mo Al Nb 3 TT B Desox
Cast
60-5727 | 39120 26130 | 10 1 3 254, 111 {33 1 1 2115 SI+AL
= 60~-5672 | 40 |122 25133 | 10 1 3 2514, 02 {35 1 1 2115 SI+AL
g
T : wo | HB
N/mm? N/mm? N/mm? mm
364501 399
364501 399
364501 401
. 1364501 399
% 364501 399
7 364501 401
£ 1360744 407
31360744 407
ANM/NOTES ANM/NOTES Stampel/Stamp

Postadress/Postal address
SE-781 84 BORLANGE

Sweden

Telefax/Telefax
0243-720 00
+46 243 720 00

Telefon/Telephone
0243-700 00
+ 46 243 700 00

*= FORKLARINGAR, SE BAKSIDAN

EXPLANATIONS, PLEASE TURN OVER
FRKLARUNGEN, BITTE WENDEN




*FORKLARINGAR / EXPLANATIONS / ERKLARUNGEN
VARMVALSAT MATERIAL/ HOT ROLLED MATERIAL/ WARMGEWALZTE MATERIAL

*P = TILLVERKNINGSPROCESS/ MELTING PROCESS/ *L = PROVRIKTNING/ PROVLAGE/LOCATION/
ERSCHMELZUNGSART. DIRECTION/RICHTUNG PROBENLAGE
1 = Tvérprov / Transverse /
tD= LD-stal / LD-furnace / LD-Stahi Q o
S = Stranaai | Conti /s uer 1:a &nden /
= tranggjutet / Continuously casted / Strangguss 2 = Langsprov / Longitudinal / Beginning / Anfang
*LEVERANSTILLSTAND/STATE OF DELIVERY/ _Langs
3 = Tvarprov / Transverse /
LIEFERZUSTAND Quer Mittparti /
1= Valstilistand / As rf)lled / Warmgewalzt 4 = Langsprov / Longitudinal / Middle / Mitte
2= Processtyrd valsning / Controf rolled / Langs
Thermomechanisch gewalzt 5 = Tvérprov / Transverse /
* ge=g +Mn  Ni#Cu Cr+Mo+V Quer Slutéinde / End / Ende
6 15 5 6 = Langsprov / Longitudinal /
*NORM = Lab.normaliserad provstav Langs
Normalized test specimen
Simulierend normalgegliihte Probe *ISO-V = SLAGSEGHET / IMPACT VALUE /
*PD = Provstavsdim mm/Test specimen in mm/ KERBSCHLAGARBEIT
Probenabmessung dim in mm
1=10x10 2=10x7,5 3=10x5 5=10xT
*TC = Provningstemp i °C Potentiell slagenergi/Nominal energy/
Testtemp in °C Potentielle Schlagenergie
Priftemp in °C =450 J

KALLVALSAT ELLER METALLBELAGT MATERIAL / COLD ROLLED OR METAL COATED MATERIAL /
KALTGEWALZTES ODER METALLBESCHICHTETES MATERIAL

*LEVERANSTILLSTAND/STATE OF DELIVERY/ LIEFERZUSTAND

3= Glédgat och trimvalsat / Annealed and skinpassed / Gegliiht und dressiert
4= Trimvalsat / skinpassed / Dressiert
*TILLVERKNINGSPROCESS / MELTING PROCESS / ERSCHMELZUGSART
LD = LD-stal / LD-furnace / LD-Stahl
S= Stranggjutet / Continuously casted / Strangguss
. _C*_M_n+ Ni+ Cu +Cr+Mo+V
1% 15 5
b Skickttjocklek / Coating thickness / Schichtstérke

Dubblesidig / Total both sides / Doppelseitig

*L = PROVTAGNING / DIRECTION / RICHTUNG
T = Tvarprov / Transverse / Quer
L = L&ngsprov / Longitudinal / Ladngs

Anm/-notes




