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Inspection certificate 3.1, EN10204.

4500085764 NAANTALI
11014484
00010

56912 A

Hot rolled pickled, Coil, S650MC, YMPRESS WG S:01-2010.
1.00 G/M2/Side oiled.
Mill edges.
Suitable for: Cutting into sheet.
Tolerance EN 10051 : 2010 (E) (Width tolerance +20/-0 mm) Dev.Tol. (Thickness
tolerance +0.16/-0.16 mm).
PRODUCE AND TEST ACCORDING TO EN 10149-2

STEEL MAKING PROCESS: BO

SERVICE CENTRE MAASTRICHT B.V.
B.U. FEIJEN
POSTBUS 10.000
1970 CA IJMUIDEN
NOORDHOLLAND

1500 mm X 3 mm

29410 1

83963 HENDRIKA

Buigproef/Bend test/Biegeversuch/Test de flexion : 'goed/good/gut/concluant'  

PROD-IDENT: 827987  MASS KG: 29410  NR: 1  CAST NR: K6718  B07,B08,B13

TENSILE TEST  C10-29

Temp R  R  A R /R  
Bottom Middle Surface

Longitudinal Prismatical +20 793 838 22.0 95

CHEMICAL COMPOSITION in %
CAST NR. C Mn P S Si Al Cu Cr Ni Mo Nb
K6718 0.054 1.840 0.010 0.003 0.047 0.046 0.009 0.026 0.019 0.004 0.070

CAST NR. V N B Ti Sn Al_ZO C-eq1 Country
of Melt
and Pour

K6718 0.007 .0058 .0000 0.127 0.002 0.044 .370 Netherlands
C-eq1: C + Mn/6 + (Cr + Mo + V)/5 + (Ni + Cu)/15
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