
          OVAKO METALS OY AB                    170407      C6227762    1         1
          TUOTEKATU 3
                                                1792799      1
          FI-33840 TAMMERFORS

          OVAKO METALS OY AB                    002414                55-1770596

                               
                                                    280T
                               

          COLD ROLLED STRESS RELIEVE ANNEALED TUBES.

            Type No        OD mm          ID mm
          4535               45,70          33,50
            Quantity kg    Net weight Kg  MO number   Heat Number
                358,0           358,0       2281355       T8165

          Heat number     Chemical composition          ____________________________________________________________________________
          T8165         C %        Si %       Mn %       P %        S %
                        0,18       0,38       1,50      0,008      0,027

                        V %
                       0,102

                                                                A000240



 

                                    170407      C6227762    T8165       1         2
          
          Sample______________________________________________________________________          ______
          
          10
          ____________________________________________________________________________
          MECHANICAL TEST RESULTS
          Sample______________________________________________________________________          ______
                      A5 %      ReH N/mm2 Rm N/mm2
          10          16,7       796       879
          11          16,1       813       887
          ____________________________________________________________________________
          HARDNESS HB
          Sample______________________________________________________________________          ______
                       HB
          10           285
          11           285
          ____________________________________________________________________________
          IMPACT TEST, KV IN JOULE, LONGITUDINAL
          Sample______________________________________________________________________          ______
                      KV+20°C
          10            82
          110           88
          120          112
          ____________________________________________________________________________

                                                                A000240



 

          OVAKO METALS OY AB                    170407      C6227762    1         3
          TUOTEKATU 3
                                                1792799      1
          FI-33840 TAMMERFORS

          OVAKO METALS OY AB                    002414                55-1770596

                               
                                                    280T
                               

          COLD ROLLED STRESS RELIEVE ANNEALED TUBES.

            Type No        OD mm          ID mm
          4535               45,70          33,50
            Quantity kg    Net weight Kg  MO number   Heat Number
                366,0           366,0       2281482       T7553

          Heat number     Chemical composition          ____________________________________________________________________________
          T7553         C %        Si %       Mn %       P %        S %
                        0,19       0,34       1,49      0,010      0,028

                        V %
                       0,100

                                                                A000240



 

                                    170407      C6227762    T7553       1         4
          IMPACT TEST, KV IN JOULE, LONGITUDINAL
          Sample______________________________________________________________________          ______
          
          10
          11
          ____________________________________________________________________________
          MECHANICAL TEST RESULTS
          Sample______________________________________________________________________          ______
                      A5 %      ReH N/mm2 Rm N/mm2
          10          17,1       783       866
          11          17,3       810       881
          ____________________________________________________________________________
          HARDNESS HB
          Sample______________________________________________________________________          ______
                       HB
          10           279
          11           271
          ____________________________________________________________________________
          IMPACT TEST, KV IN JOULE, LONGITUDINAL
          Sample______________________________________________________________________          ______
                      KV+20°C
          10            58
          110           70
          120           80
          ____________________________________________________________________________

                                                                A000240



 

          OVAKO METALS OY AB                    170407      C6227762    1         5
          TUOTEKATU 3
                                                1792799      1
          FI-33840 TAMMERFORS

          OVAKO METALS OY AB                    002414                55-1770596

                               
                                                    280T
                               

          COLD ROLLED STRESS RELIEVE ANNEALED TUBES.

            Type No        OD mm          ID mm
          4535               45,70          33,50
            Quantity kg    Net weight Kg  MO number   Heat Number
               1362,0          1362,0       2281483       G4915

          Heat number     Chemical composition          ____________________________________________________________________________
          G4915         C %        Si %       Mn %       P %        S %
                        0,19       0,34       1,49      0,006      0,025

                        V %
                       0,087

                                                                A000240



 

                                    170407      C6227762    G4915       1         6
          IMPACT TEST, KV IN JOULE, LONGITUDINAL
          Sample______________________________________________________________________          ______
          
          10
          11
          ____________________________________________________________________________
          MECHANICAL TEST RESULTS
          Sample______________________________________________________________________          ______
                      A5 %      ReH N/mm2 Rm N/mm2
          10          18,5       777       874
          11          16,5       787       887
          ____________________________________________________________________________
          HARDNESS HB
          Sample______________________________________________________________________          ______
                       HB
          10           280
          11           285
          ____________________________________________________________________________
          IMPACT TEST, KV IN JOULE, LONGITUDINAL
          Sample______________________________________________________________________          ______
                      KV+20°C
          10           186
          110           46
          120          142
          ____________________________________________________________________________

                                                                A000240


